
Parameters Table of Piezoelectric Ceramic
Material Units PZT-4 PZT-8A PZT-8B PZT-5A PZT-5H PZT-5X

Model No. KPC606H2 KPC803W KPC606H5 KPCF6 KPC303S5A1 KPC303S18A

Designation Hard PZT Hard PZT Hard PZT Soft PZT Soft PZT Soft PZT

Curie Temperature Tc ℃ 300 320 305 300 200 175
Mechanical Properties
Density ρ g/cm3 7.69 7.70 7.69 7.71 7.80 7.72
Poisson’s ratio σ - 0.377 0.374 0.373 0.388 0.364 0.371
Young modulus YE11 ×1010 N/m2 8.5 9.0 9.1 6.2 6.6 6.7

YE33 ×1010 N/m2 6.6 7.7 7.1 5.3 4.2 4.3
Electrical Properties
Dielectric Constant εTr3 - 1280 937 850 2500 4015 5352
Dielectric Loss tanδ - 0.40 0.85 0.45 1.60 2.05 1.32
Piezoelectric Properties
Coupling Factors Kp - 0.69 0.56 0.58 0.83 0.81 0.77

K33 - 0.77 0.72 0.71 0.93 0.81 0.82
K31 - 0.38 0.31 0.32 0.45 0.45 0.44

Piezoelectric charge Constants d33 pC/N 322 237 233 600 751 854
d31 pC/N -140 -95 -93 -271 -336 -367

Piezoelectric Voltage constants g33 ×10-3Vm/N 28.4 28.5 30.9 28.1 20.4 18.4
g31 ×10-3Vm/N -12.4 -11.4 -12.4 -12.4 -9.1 -7.8

Frequency Constants Nt Hz/m 2010 2092 2090 2100 2200 2210
Np Hz/m 2181 2342 2311 1923 1942 1968
N31 Hz/m 1560 1711 1670 1421 1457 1472

Mechancial Quality Factor Qm - 1512 1450 1820 62 46 59
Typical Values measured at 20°C ±1°C are provided for design information only. Standard tolerances are approximately ±20% of these values.
Material properties are measured according to standard IEEE and DOD definitions and measuring techniques.



Typical Values of Piezoeletric Ceramics 

Customer No. PZT5H PZT5A PZT4

Audiowell No. AW4 AW5 AW16

Property Symbol Unit AW4 AW5 AW16

Coupling Factor Kp 0.64 0.67 0.64

Charge Constant d33 ×10-12C/N 550 500 360

Voltage Constant g33 ×10-3VM/N 18.0 26.0 25.0

Relative Permittivity εT33 3290 2100 1700

Dielectric Loss tgδ % 0.30 2.00 0.50

Frequency Constant
Np Hz.m 2030 1980 2150

Nt Hz.m 2000 2150 2080

Mechanical Qm Qm 60 65 500

Density ρ ×103Kg/m3
7.7 7.7 7.7

Curie Temperature Tc ℃
＞300 ＞300 ＞300
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BiT PT BT

Dielectric Properties DL-10 DL-20 DL-21 DL-31 DL-32 DL-33 DL-40 DL-41 DL-42 DL-43 DL-43HD DL-44 DL-45 DL-45HD DL-46 DL-47 DL-48 DL-50 DL-50HD DL-51 DL-52 DL-52HD DL-53 DL-53HD DL-54HD DL-60HD DL-61HD

Relative Dielectric Constant(Free) ε33
T (1KHz) 128 205 1150 300 750 175 350 520 750 1050 1250 1200 1350 1550 1450 1650 2650 1800 1950 2250 2750 3230 3350 3850 4600 5500 6600

Relative Dielectric Constant(Clamp) ε33
S (1KHz) 121 155 875 265 585 140 210 300 430 550 615 630 680 740 675 870 1550 850 890 980 1150 1265 1360 1390 1710 1900 2520

Relative Dielectric Constant(Free) in Shear Mode ε11
T (1KHz) 140 240 1250 320 620 265 480 750 1050 1280 1510 1460 1470 1670 1530 1700 2530 1680 1780 2330 2840 3360 3170 3550 3680 4600 6020

Relative Dielectric Constant(Clamp) in Shear Mode ε11
S (1KHz) 138 215 960 305 550 245 290 390 590 770 852 780 750 875 735 960 1430 900 950 1155 1370 1470 1435 1550 1660 2010 2810

Dielectric Loss Factor tgδ (low field) 0.01 0.012 0.01 0.015 0.015 0.02 0.003 0.003 0.004 0.004 0.004 0.005 0.008 0.005 0.008 0.005 0.005 0.015 0.015 0.017 0.02 0.02 0.02 0.02 0.02 0.025 0.025

Physical Properties

Density ρ (g/cm3) 7.1 7.6 5.6 6.1 5.7 4.6 7.7 7.7 7.7 7.6 7.9 7.6 7.6 7.8 7.6 7.8 7.7 7.7 7.9 7.7 7.7 7.9 7.6 7.9 7.9 8.2 8.2

Curie Temperature Tc (°C) 650 380 120 480 320 280 330 320 340 320 325 330 325 310 330 285 215 360 365 290 260 270 225 230 205 170 150

Sound Velocity V (m/s) 3850 4245 4665 2880 2910 5610 3600 3570 3420 3370 3360 3140 3180 3150 2960 3360 3460 2840 2860 2890 2940 2965 2830 2890 2890 2790 2770

Acoustic Impedance Za (Mrayl) 27 32 26 18 17 26 28 27 26 26 27 24 24 24 22 26 26 22 23 22 23 23 21 23 23 23 23

Piezoelectric Properties

Kp 0.05 0.05 0.29 0.08 0.29 0.09 0.45 0.51 0.51 0.56 0.58 0.56 0.58 0.6 0.61 0.56 0.51 0.62 0.63 0.64 0.66 0.68 0.68 0.71 0.7 0.72 0.7

K33 0.23 0.52 0.47 0.36 0.45 0.48 0.65 0.67 0.65 0.67 0.69 0.67 0.68 0.68 0.74 0.69 0.64 0.7 0.71 0.73 0.71 0.74 0.72 0.74 0.74 0.74 0.73

Kt 0.22 0.51 0.41 0.35 0.38 0.43 0.49 0.48 0.48 0.48 0.51 0.48 0.49 0.51 0.51 0.48 0.46 0.48 0.49 0.51 0.51 0.52 0.49 0.52 0.52 0.53 0.5

K31 0.03 0.03 0.18 0.05 0.18 0.06 0.27 0.3 0.3 0.33 0.34 0.33 0.34 0.35 0.35 0.33 0.3 0.36 0.37 0.38 0.39 0.4 0.4 0.42 0.41 0.43 0.42

K15 0.09 0.32 0.48 0.23 0.34 0.26 0.63 0.69 0.66 0.63 0.66 0.68 0.7 0.69 0.72 0.66 0.66 0.68 0.68 0.71 0.72 0.75 0.74 0.75 0.74 0.75 0.73

Np (Hz-m) 2480 2750 3110 1880 1910 3620 2450 2450 2350 2320 2310 2160 2200 2180 2080 2310 2380 1970 1970 1980 2010 2040 1950 1980 1990 1900 1880

N33 (Hz-m) 2010 2200 2310 1380 1380 1730 1720 1680 1530 1710 1730 1580 1710 1680 1480 1730 1820 1520 1560 1410 1460 1490 1430 1460 1460 1370 1350

Nt (Hz-m) 2050 2210 2810 1490 1610 2840 2120 2150 2150 2090 2110 2130 2050 2060 2000 2130 2160 2010 2030 2000 2030 2100 1980 1910 2010 2040 1990

N15 (Hz-m) 1270 1420 1620 940 960 1750 1120 1150 1120 1380 1410 1290 1250 1200 1230 1250 1650 1100 1050 950 1020 1040 1020 1080 1070 980 930

Nc (Hz-m) 1450 1070 1050 1080 1120 1130 1060 1050 1030 1020 1080 1330 910 900 880 930 950 910 940 950 950 910

N31 (Hz-m) 1940 2180 2280 1295 1410 2450 1750 1750 1620 1550 1580 1590 1620 1620 1375 1650 1640 1350 1320 1430 1380 1430 1330 1260 1310 1400 1320

d33 (10-12C/N) 21 72 140 90 185 62 145 170 220 245 285 290 310 360 430 320 365 400 430 460 520 580 610 680 730 750 810

d31 (10-12C/N) -3.2 -3.7 -51 -11.4 -66.7 -5.9 -48 -65 -81 -105 -120 -125 -131 -150 -153 -135 -150 -180 -191 -210 -235 -255 -275 -300 -320 -365 -400

d15 (10-12C/N) 8 65 235 48 165 65 270 310 290 390 430 450 485 520 520 460 475 590 590 685 680 830 760 810 805 830 850

dh (10-12C/N) 14.6 64.6 38 67.2 51.6 50.2 49 40 58 35 45 40 48 60 124 50 65 40 48 40 50 70 60 80 90 20 10

g33 (10-3Vm/N) 18.5 40 13.7 33.9 27.9 40 47 37 33.1 26 26 27.3 26 26 33.5 21.9 15.6 25 25 23.1 21 20.3 20.6 19.9 17.9 15.4 13.9

g31 (10-3Vm/N) -2.8 -2 -5 -4.3 -10.1 -3.8 -15 -14 -12.2 -11 -11 -11.8 -11 -11 -11.9 -9.2 -6.4 -11.3 -11.1 -10.5 -9.6 -8.9 -9.3 -8.8 -7.9 -7.5 -6.8

g15 (10-3Vm/N) 6.4 30.6 21.2 16.9 30.1 27.7 63 46.5 31.2 34 32 34.8 37 35 38.4 30.6 21.2 40 37 33.2 27 27.9 27 25.8 24.7 20.4 15.9

gh (10-3Vm/N) 12.9 36 3.7 25.3 7.7 32.4 17 9 8.7 4 4 3.7 4 4 9.7 3.5 2.8 2.4 2.8 2.1 1.8 2.5 2 2.3 2.1 0.4 0.3

e31 (C/m2) -0.1 -3.3 -0.7 -0.9 -0.5 -2.5 -0.1 -1.7 -0.7 -4.2 -4.6 -3.1 -4.2 -4.9 -0.5 -4.9 -5.3 -4.8 -5.5 -5.9 -8.2 -8.4 -9.3 -12 -11.6 -13.8 -15.8

e33 (C/m2) 2.8 8.5 15.7 4.3 6.8 7.1 9 10.9 12.3 14 15.1 14.3 14.9 14.1 16.2 18.5 22.6 15.7 16.4 18.2 17.4 20.9 17.7 18.2 21.4 24 25.3

e15 (C/m2) 1.3 3.4 10.8 3.1 3.8 2.5 6.2 10.2 13.9 11.7 13.3 13.5 13.1 13.5 13.5 14.3 20.4 11.8 12.4 15.1 19 19.9 19.8 21.9 21.7 27.4 33.1

h31 (108 V/m) 0.2 -28.3 -0.9 -4 -1.1 -22.6 -2.1 -6.5 -1.7 -8.9 -8.9 -4.9 -6.9 -7 -0.2 -5.8 -4 -6.2 -5.9 -6.5 -7.3 -6.6 -6.8 -8.8 -6.8 -7.4 -6.3

h33 (108 V/m) 26.4 71.1 19.5 18.8 13 62.2 52.5 43.6 31.6 27.9 26.6 24.3 23.6 18.8 28 24.6 16.8 19.5 19.6 20.6 14.4 16.6 13.1 12.4 12.1 11.2 10.1

h15 (108 V/m) 10.2 17.4 12.7 11.5 7.8 11.1 23.9 29.3 26.5 16.7 17.9 19.1 19.6 17.5 20.7 16.8 16.3 14.8 14.4 14.9 15.7 15.7 15.9 16 15.1 15.5 13.3

Mechanical Quality Factor in Planar Mode Qpm 550 1500 1300 1200 1000 1000 800 500 1000 350 1800 1500 85 90 80 80 85 75 65 60 70 65

Mechanical Quality Factor in Thickness Mode Qtm (varies with fr) 3500 650 350 14 15 650 420 350 350 300 300 250 250 350 150 650 800 30 35 30 30 30 25 20 20 15 10

Elastic Properties

S33
E (10-12m2/N) 7.4 10.6 8.7 23.5 25.5 10.8 16 14 17.3 14.3 15.4 17.6 17.4 20.4 26.3 14.7 13.8 20.5 21.2 19.9 22 21.5 24.2 24.8 23.9 21.1 21.1

S11
E (10-12m2/N) 9.5 7.3 8.2 19.7 20.7 6.9 10 10.2 11.1 11.5 11.2 13.3 12.9 13.1 15 11.4 10.9 16.1 15.4 15.5 15 14.4 16.4 15.1 15.1 15.6 15.7

S12
E (10-12m2/N) -1.9 -1.5 -2.1 -4.3 -4.8 -1.4 -2.9 -3.1 -3.4 -3.5 -3.5 -4.1 -4.1 -4.2 -5.1 -3.5 -3.4 -5.2 -4.8 -4.7 -4.5 -4.5 -5.1 -4.5 -4.7 -4.5 -4.4

S13
E (10-12m2/N) -1.2 -2.7 -3 -5.9 -8.4 -2.8 -5.3 -4.8 -6.2 -5 -5.5 -6.9 -6.4 -7.6 -9.3 -5.3 -4.8 -8.2 -8.4 -7.9 -8.7 -8.5 -9.5 -9.4 -9.2 -8.8 -8.7

S55
E (10-12m2/N) 6.4 19.4 21.7 15.4 42.9 26.6 43.2 30.4 20.8 33.8 31.8 33.9 36.9 38.4 38.5 32.3 23.1 50.6 47.8 45.1 35.5 41.2 37.6 37.1 36.3 30.1 25.4

S66
E (10-12m2/N) 22.8 17.6 20.6 48 51 16.6 25.8 26.6 29 30 29.4 34.8 34 34.6 40.2 29.8 28.6 42.6 40.4 40.4 39 37.8 43 39.2 39.6 40.2 40.2

S33
D (10-12m2/N) 7 7.7 6.8 20.4 20.3 8.3 9.2 7.7 10 7.9 8.1 9.7 9.3 11 11.9 7.7 8.1 10.5 10.5 9.3 10.9 9.7 11.6 11.2 10.8 9.5 9.8

S11
D (10-12m2/N) 9.5 7.3 7.9 19.6 20 6.9 9.3 9.3 10.1 10.2 9.9 11.8 11.4 11.5 13.2 10.2 9.9 14 13.3 13.3 12.7 12.1 13.8 12.4 12.5 12.7 12.9

S12
D (10-12m2/N) -1.9 -1.5 -2.4 -4.3 -5.5 -1.4 -3.6 -4 -4.4 -4.8 -4.8 -5.5 -5.6 -5.8 -6.9 -4.7 -4.4 -7.3 -6.9 -6.9 -6.8 -6.8 -7.7 -7.2 -7.2 -7.4 -7.2

S13
D (10-12m2/N) -1.1 -2.6 -2.3 -5.5 -6.5 -2.6 -3.1 -2.4 -3.5 -2.2 -2.4 -3.5 -3 -3.7 -4.2 -2.4 -2.5 -3.7 -3.7 -3.1 -3.7 -3.3 -3.9 -3.4 -3.5 -3.2 -3.2

S55
D (10-12m2/N) 6.3 17.4 16.7 14.6 37.9 24.8 26 15.9 11.7 20.4 17.9 18.2 18.8 20.1 18.5 18.2 13 27.2 25.7 22.4 17.1 18 17 16.2 16.4 13.2 11.9

S66
D (10-12m2/N) 22.8 17.6 20.6 47.8 51 16.6 25.8 26.6 29 30 29.4 34.6 34 34.6 40.2 29.8 28.6 42.6 40.4 40.4 39 37.8 43 39.2 39.4 40.2 40.2

C33
E (1010N/m2) 14.2 12.4 17.4 5.3 6 12.6 12.4 13.3 13.7 12.4 13.3 13.8 12.4 13.5 11.3 13.2 13.1 12.2 12.7 12 13.2 14.5 12.1 12.3 13.1 14 13

C11
E (1010N/m2) 11.3 17 17.2 6.1 6.8 18.4 17.8 16.9 18.8 14.4 16.6 16.1 15.2 18.3 17.5 15.6 15.5 13.9 15.2 13.5 16.4 18.4 15.3 16.9 17.6 15.8 14.6

C12
E (1010N/m2) 2.5 5.6 7.5 1.9 2.9 6.3 10.1 9.3 11.9 7.8 9.8 10.3 9.3 12.6 12.6 8.9 8.5 9.2 10.2 8.6 11.2 13.1 10.7 11.8 12.5 10.8 9.6

C13
E (1010N/m2) 2.2 5.8 8.5 2 3.2 6.4 9.2 9 11 7.8 9.5 10.3 9 11.5 10.6 8.8 8.4 9.2 10 8.8 10.9 12.4 10.2 10.9 11.6 11.1 10

C55
E (1010N/m2) 15.6 5.2 4.6 6.5 2.3 3.8 2.3 3.3 4.8 3 3.1 3 2.7 2.6 2.6 3.1 4.3 2 2.1 2.2 2.8 2.4 2.6 2.7 2.7 3.3 3.9

C66
E (1010N/m2) 4.4 5.7 4.8 2.1 2 6 3.9 3.7 3.4 3.3 3.4 2.9 2.9 2.9 2.5 3.4 3.5 2.3 2.5 2.5 2.6 2.6 2.3 2.5 2.5 2.5 2.5

C33
D (1010N/m2) 14.9 18.6 20.5 6.1 6.9 17.1 17.1 18 17.5 16.4 17.1 17.2 16.1 16.1 15.9 17.8 17.2 15.6 16.1 15.9 16 17.9 15.1 14.8 16.2 17.7 16.1

C11
D (1010N/m2) 11.3 18 17.5 6.1 6.8 18.9 17.7 16.9 18.8 15.3 17 16.1 15.9 18.5 17.5 15.8 16.1 14.6 15.6 14 17.3 19 16.7 18.5 19 18.4 16.3

C12
D (1010N/m2) 2.5 6.7 7.8 2 2.9 6.9 10 9.4 11.9 8.6 10.2 10.3 10 12.7 12.5 9.1 9.1 9.9 10.7 9.1 12.2 13.7 12.1 13.4 13.9 13.4 11.4

C13
D (1010N/m2) 2.2 8.3 8.6 2.2 3.1 8.1 9.3 8.2 10.8 6.7 8.1 9.6 8.3 10.5 10.6 7.8 7.8 8.6 9.3 7.7 10 11.1 9.7 9.7 10.7 10.7 9

C55
D (1010N/m2) 15.9 5.8 6 6.8 2.6 4 3.8 6.3 8.5 4.9 5.6 5.5 5.3 5 5.4 5.5 7.7 3.7 3.9 4.5 5.8 5.6 5.9 6.2 6.1 7.6 8.4

C66
D (1010N/m2) 4.4 5.7 4.8 2.1 2 6 3.9 3.7 3.4 3.3 3.4 2.9 2.9 2.9 2.5 3.4 3.5 2.3 2.5 2.5 2.5 2.6 2.3 2.6 2.5 2.5 2.5

Y33
E (1010N/m2) 13.5 9.4 11.5 4.3 3.9 9.3 6.2 7.1 5.8 7 6.5 5.7 5.7 4.9 3.8 6.8 7.2 4.9 4.7 5 4.5 4.6 4.1 4 4.2 4.7 4.7

Y11
E (1010N/m2) 10.5 13.8 12.2 5 4.8 14.5 10 9.8 9 8.7 8.9 7.5 7.7 7.6 6.7 8.7 9.2 6.2 6.5 6.5 6.6 6.9 6.1 6.6 6.6 6.4 6.3

Y33
D (1010N/m2) 14.3 13 14.7 4.9 4.9 12.1 10.9 13 10 12.6 12.3 10.3 10.8 9.1 8.4 13 12.3 9.5 9.5 10.7 9.2 10.3 8.6 8.9 9.2 10.5 10.2

Y11
D (1010N/m2) 10.5 13.7 12.6 5.1 5 14.5 10.8 10.7 9.9 9.8 10.1 8.5 8.8 8.7 7.6 9.8 10.1 7.1 7.5 7.5 7.9 8.3 7.2 8.1 8 7.9 7.7

Poisson's Ratio σ 0.2 0.2 0.26 0.22 0.23 0.2 0.29 0.31 0.31 0.31 0.31 0.31 0.32 0.32 0.34 0.31 0.31 0.32 0.31 0.3 0.3 0.31 0.31 0.3 0.31 0.29 0.28

Time  Stability

ε33
T (% Per Decade) -0.5 -0.8 -1.5 -1 -1.7 -1 -2.6 -2.9 -2.8 -3.1 -3.4 -3.1 -3.2 -2.5 -2.6 -2.8 -2.5 -0.8 -1.3 -1.6 -1.9 -1.9 -2 -2.2 -2.4 -2.8 -2.8

Kp (% Per Decade) -1.8 -1 -1.2 -1.1 -1.2 -1.3 -1.1 -1.5 -1.1 -1 -1.3 -1.2 -0.1 -0.4 -0.5 -0.5 -0.6 -0.6 -0.5 0.5 0.6 0.6

Kt (% Per Decade) -0.2 -0.3 0.2 0.3 0.4

Np (% Per Decade) 0.4 0.6 0.7 0.6 0.6 0.8 0.6 0.7 0.6 0.5 0.6 0.7 0.1 0.2 0.4 0.4 0.4 0.5 0.4 0.4 0.5 0.5

Nt (% Per Decade) 0.1 0.2 0.3 0.3 0.3

Temperature Stability

Relative Dielectric Constant(-20 to 125oC) ε33
T ( /oC) 1 1.8 1.6 1.8 2.2 4 5 6 7 7 6 5 7 7 8 5 4.5 8

Relative Dielectric Constant(-20 to 85oC) ε33
T ( /oC) 3.1 9 9 10 12 14 18 21 25

Note: Electric Data Tested At Room Temperature 24 Hours After Poled.
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